




State Animal 
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Transportation Demographics 

E = Emulsion Stabilization 
F = Foamed Asphalt Stabilization 
C = Portland Cement Stabilization 

Roads 
Marine Highway 
Airports 

F 



Alaska Road System 



• Reclaim existing pavement (HMA) and 

crushed aggregate base (CABC) 

• Reclaim HMA + CABC & Stabilize With; 

 Portland Cement 

 Foamed-Asphalt 

 Emulsion 

Alaska’s FDR Experience 
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Types of roads we are applying FDR and 
base stablization

FDR Candidates 



FDR  Projects & Cost 

• EATB-FDR: 

      $1.50 - $2.50 

        yd2/inch 

 • FATB-FDR: 

      $1.20 - $2.00 

        yd2/inch 

 

• Average : 2 – 5 projects 

 


